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POLYPROPYLENE BUMPER REPAIR
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Apply aluminium tape to
reverse side of bumper
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| Plastic weld damaged area |
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| Rough sand damage area |
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| Degrease damaged area |
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Apply polypropylene primer
to damaged area
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Apply repair agent to
damaged area and let dry
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Apply polypropylene primer to damaged
area and let dry
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* Replace damaged
Bumper

= Spray entire bumper
surface with
polypropylena pamar
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Spray primer surfacer on damaged area
and let dry

Spray primer surfacer an
bumper and let dry
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Sand partial or complete surface of bump
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| Sand surface of bumper |
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Degrease bumper
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pray matching body color paint on bumper and et dry |
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